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The dehydrogenative coupling reaction of alkanes and benzene has attracted attention as a 

method of direct conversion of alkanes to raw materials for useful chemical products1). In this 

study, we found that the reaction was significantly enhanced by the addition of supported Pt 

catalyst, such as hydrotalcite-supported Pt, to the solid acid as compared with the supported Pd 

catalyst addition. The mixed catalyst system achieved the benzene conversion of 9.7% (150 °C, 

16 h). Since the alkylation reaction did not proceed when only Pt/HT was used, the supported 

Pt-solid acid mixed catalyst system has been shown to be effective for alkylation reaction. In 

the presentation, we will also report the effect of reduction treatment of supported Pt on its 

catalytic activity. 
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アルカンとベンゼンの脱水素カップリング反応は、アルカンを直接化成品原料へと

転換することのできる有用な反応である 1)。当研究室ではこれまでに、Pdを担持した

ハイドロタルサイト (Pd/HT)と固体酸の混合触媒系が本反応を進行させることを報

告している 2)。本研究では、Pd/HT に代わって Pt を担持した Pt/HT を添加すること

で、Pd/HT を添加した際よりも反応が加速されることを見出した。n-ヘプタンとベン

ゼンの反応では、Al-montにPd/HTに代わってPt/HTを添加した混合触媒系において、

ベンゼン転化率が 6.8%から

9.7%へと向上した (150 °C, 

16 h) (Table)。また、Pt/HT の

みではアルキル化反応は進

行せず、アルキル化には固

体酸と担持 Ptの組み合わせ

が効果的であることがわか

った。発表では、担持 Pt の

還元処理の効果についても

報告する。 
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Catalyst
Benzene

Conv. (%)

Selectivity (%)

Ph-C7 Biphenyl Others

Al-mont Pt/HT 9.7 81 1 18

Al-mont Pd/HT 6.8 82 4 14

Al-mont HT 0.5 82 0 18

Al-mont - 1.8 58 0 42

- Pt/HT <0.1 0 100 0

Table
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