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Coassembly of chiral perylenediimide (PDI) dimer with opposite handedness resulted in the 

controlled length of nanofibers with varying enantiomeric excess (ee). In this work, the 
coassemblies between the chiral and achiral PDI dimer demonstrated the composition 
dependent control in the morphologies of supramolecular nanofibers as well as amplification 
of optical activity. The addition of 40mol% achiral BiphPDI resulted in a noticeable red-shift 
of the positive CD peak to 585 nm, suggesting the change in the chiral excitonic interaction 
between the PDI units. The self-assembling and chiroptical properties dependent on the 
composition of supramolecular copolymer will be discussed in detail. 
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我々はキラルなアリールコアを有するペリレンジイミド(PDI)二量体(BinapPDI)の

超分子ナノファイバー形成において、エナンチオ過剰率を調整することでナノファイ

バーの長さが制御されることを見出した 1)。本研究では、類似構造を有するアキラル

なビフェニル PDI 二量体(BiphPDI)が BinapPDI と共集合体を形成し、組成比に応じ

て超分子ナノファイバーのモロフォロジー及び光学特性が変化することを見出した。

特に BiphPDI の割合が 40mol%を超えると、正のコットン効果がレッドシフトし、

SEM 像から BinapPDI のものより太いナノファイバーが形成されていることが分か

った(Figure 1)。さらにジョブプロットなどから 2 つの PDI 二量体間に選択的な相互

作用が介在し、分子間配向やパッキングが変化したことが示唆された。 

Figure 1. (a) CD spectral change of BiphPDI-(S)-BinapPDI coassemblies, (b) SEM images 

of self-assemblies of BinapPDI and (c) coassemblies of BiphPDI-(S)-BinapPDI 

1) Kumar, J., et al., Angew. Chem. Int. Ed., 2015, 54, 5943. 
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