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In this study, we will describe the self-assembling behavior of platinum complex 1 with the 

chiral hydrophilic side chain in toluene. A CD spectrum of 1 was silent at 312 K, which was 
intensified by cooling to 298 K, suggesting that 1 formed supramolecular assemblies. Plots of 
the normalized CD intensities versus temperatures gave rise to a non-sigmoidal curve, which 
were fitted with the nucleation-elongation model, indicating that 1 showed a nucleation-
elongation (cooperative) supramolecular polymerization with a melting temperature of 319 K 
and an enthalpic contribution of –37.3 kJ mol–1. The supramolecular polymerization of 1 
produced uniform 2D sheet-like nanostructures. 
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当研究室では，ビス（フェニルイソオキサゾリル）ベンゼンを配位子にもつ中性の

白金錯体が自己集合し凝集誘起発光することを見出している 1)。本研究では，末端に

キラルな親水性側鎖を導入した白金錯体 1 の自己集合挙動について検討したので報

告する。312K に加熱した 1のトルエン溶液は，CD シグナルを示さなかった。ところ

が，この溶液をゆっくり室温に冷却すると，1 に帰属される 463 nm の吸収バンドに

CD が観測された。従って，1 が冷却によりらせん超分子集合体を形成していること

が示唆された。CD 強度の変化を温度に対してプロットしたところ，非シグモイド型

のプロットが得られた。核形成–伸長モデルを用いて得られたプロットを解析したと

ころ，1の自己集合は 319K に融解温度を有するエンタルピー（he: –37.3 kJ mol–1）に

より駆動される核形成―伸長超分子重合であることが分かった。1の十分に成長した

超分子ポリマーを透過型電子顕微鏡により直接観察したところ，非常に均一な二次元

の板状ナノ構造が形成していることが分かった。 
 

 
 
1) T. Hirao, H. Tsukamoto, T. Ikeda and T. Haino, Chem. Commun., 2020, 56, 1137-1140. 
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Figure 1. a) CD spectra of (S)-1 (298 K to 312 K). b) Plot of the 
degree of aggregation α at 463 nm of 1 in toluene.  
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