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As a “soft crystal” chemiluminescence (CL) system, we investigated the crystalline-state CL 

property of adamantylideneadamantane 1,2-dioxetane (Adox) derivatives conjugated with a 
fluorophore and found that the CL properties and kinetics were well correlated with the crystal 
structures. In this study, we prepared Adox derivatives with a strongly fluorescent chromophore 
and found that the luminescent properties of crystalline-state CL provide information on the 
reaction field in crystals. The reaction mechanism of the characteristic CL in crystals will be 
discussed.  
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ソフトクリスタル 1)の性質を示す化学発光系構築のために、本研究ではアダマン

チリデンアダマンタン-1,2-ジオキセタン(Adox)を化学励起部位に用い、アダマンタ

ン骨格の 5 位に蛍光団を連結してエネルギー移動するように設計した誘導体を合成

して結晶状態における化学発光特性を調査している。蛍光団としてフタルイミド 
PI-12)を連結した Adox 誘導体 1 では、syn-1 と anti-1 の異性体で対照的な結晶構造の

違いを示し、この結晶構造の特徴が化学発光特性と反応性に反映することを見出し

た 3)。更なる分子構造／結晶構造／発光特性の相関についての知見を得るため、PI-1
と蛍光性を強めた PI-2 を 2 個連結した誘導体 2,3 に展開し、結晶化学発光特性を調

査した結果、結晶内特有の化学発光特性や反応性、反応進行に伴う結晶内環境の変

化に関する知見が得られた。これらの結晶内反応機構について議論する。 
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