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We have recently reported that the difference of the maximum emission wavelength (Dlem) 

in mechanochromic luminescence (MCL) of pyrenylthiophene derivatives could be increased 
by the addition of an equimolar amount of N,N′-dimethylquinacridone. In this study, the Dlem 
of 4-thienylbenzothiadiazole has been increased by mixing with a trace amount of 4,7-
dithienylbenzothiadiazole. Blue-green-emissive crystals of 4-thienylbenzothiadiazole changed 
to a light-blue-emissive state upon exposure to mechanical stimuli (Dlem = -9 nm), whereas 
the mixed crystals exhibited MCL between yellow and light blue (Dlem = -69 nm). 
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最近我々は、機械的刺激によって発光色が変化するメカノクロミック発光(MCL)性
のピレニルチオフェン誘導体に対し、等モル量の N,N′-ジメチルキナクリドンを加え

ることで、MCL における発光極大波長の変化量(Dlem)が増大することを報告している
1,2)。今回、4-チエニルベンゾチアジアゾール 1に極微量の 4,7-ジチエニルベンゾチア

ジアゾール 2を混合するのみで、Dlemが増大することを見出した。1の結晶は青緑色

発光(lem = 501 nm)を示し、機械的刺激により非晶質化すると発光色は水色(lem = 492 
nm)に変化した(Dlem = -9 nm)。一方、1に 0.025 mol%前後の 2を加えて再結晶すると、

黄色発光(lem = 559 nm)する結晶が得られ、Dlemが-69 nm となる MCL を示した。 
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