
フラーレン内包多孔性亜鉛ポルフィリンダイマーの合成，結晶
構造，光物性 
 
（岡山理科大院理 1・関西学院大院理工 2）○大和田晃平 1・満身 稔 1・浦上千藍紗 2・ 
橋本秀樹 2 
Syntheses, crystal structures and photophysical properties of C60 incorporated zinc porphyrin 
dimers (1Graduate School of Science, Okayama University of science, 2 Graduate School of 
Science and Technology, Kwansei Gakuin University) ○Kohei Ohwada,1 Minoru Mitsumi,1 
Chiasa Uragami,2 Hideki Hashimoto2 

 
To develop a photo charge-separation system with lifetime of the order of microseconds 

based on a porous metal complex, we are conducting developments of porous metal porphyrins 
with an acceptor incorporated in the pores. In this study, two types of zinc porphyrin dimers 
were synthesized to incorporate C60 in the channel formed by self-assembled porphyrin dimers. 
We report syntheses, crystal structures, and photophysical properties of a C60 incorporated zinc 
porphyrin dimer. 
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 当研究では，多孔性金属錯体に基づくマイクロ秒オーダーの寿命を持つ光電荷分離

システムの開発を目指し，アクセプターを内包した多孔性金属ポルフィリン錯体の合

成と光物性評価を行なっている．これまでに，多孔性亜鉛ポルフィリン錯体の細孔内

にアクセプターとして C60を導入したフラーレン内包多孔性亜鉛ポルフィリン錯体の

結晶化と X 線結晶構造解析に成功するとともに，その電荷分離寿命が 0.25 ns である

ことを明らかにしている 1)．本研究では，電荷分離の長寿命化を目指して，亜鉛ポル

フィリン錯体が形成するチャンネル内で C60を内包するために，二種類の亜鉛ポルフ

ィリンダイマー1, 2を新規に合成した（図１）．亜鉛ポルフィリンダイマー1, 2を用い

て C60内包多孔性亜鉛ポルフィリンダイマーの結晶化を行なったところ，図２に示す

1·C60 を得ることができた．本発表では，二種類の亜鉛ポルフィリンダイマー1, 2 の

合成とともに，C60 内包多孔性亜鉛ポルフィリンダイマー 1·C60 の合成，結晶構造解

析，光物性評価について報告する． 

 
図１．亜鉛ポルフィリンダイマー1, 2．      図２．1·C60の結晶構造．  

1) 堀内ら, 錯体化学討論会第 65 回討論会, 3Fa-03, 2015.  
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