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Au nanoparticles (NPs) show a unique visible light absorption behavior derived from the 

localized surface plasmon resonance property. On the other hand, oligothiophene-type dendron 

is one of the hyper-branched dendritic organic semiconductor molecules having π-conjugated 

oligothiophene moieties to show an emission property. In the present study, oligothiophene 

dendron-modified Au NPs have been synthesized to evaluate optical properties of Au NPs. The 

oligothiophene-modified Au NPs were synthesized in the presence of oligothiophene dendron 

with 7 thiophene units and dodecanethiol as a co-ligand. TEM observation revealed that 

oligothiophene-modified Au NPs have a spherical shape with a mean diameter of 4.6 ± 0.5 nm. 

Photoluminescence (PL) measurement showed that PL peak of oligothiophene-modified Au 

NPs was blue-shifted to shorter wavelength region compared with original oligothiophene, 

indicating that an unusual energy transfer between Au NPs and oligothiophene occurred. 
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Auナノ粒子は表面プラズモン共鳴由来の可視光吸収特性を示す．一方で，チオフェ

ンを枝分かれ的に重合したオリゴチオフェンデンドロンは，伸長したπ共役により可

視光領域での発光特性を示す．そのような吸収・発光特性を持つ材料同士を組み合わ 

せた有機無機ハイブリッドナノ粒子は，粒子-有機分子間で

のエネルギー遷移や電荷移動，分子間相互作用が期待でき，

これまでにない新規機能材料の創製に繋がる．そこで本研究

では，新たにオリゴチオフェンデンドロン修飾 Au ナノ粒子

を合成し，光学特性の協奏的相互作用に由来したハイブリッ

ド材料の開発に着目した．図 1 に本研究で用いた 7個のチオ

フェンユニットを持つオリゴチオフェンデンドロン  (7T) 

の分子構造を示す．オリゴチオフェンデンドロン修飾 Au ナ

ノ粒子 (Au-7T) は，7Tおよびドデカンチオールの両存在下

で塩化金酸を還元することで合成した．TEM 観察より，粒径

4.6 ± 0.5 nm の金ナノ粒子が得られた (図 2)．また，PL測定

より，Au-7T の蛍光スペクトルは，7T の蛍光スペクトルと

比べて短波長側へブルーシフトした．発表では，温度変化に

伴う吸収・発光特性についても議論する． 図 2. Au-7Tの TEM像. 

図 1. 7Tの分子構造. 
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