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Recently, thin films based on metal organic frameworks (MOFs) exhibiting semiconductive 

property have attracted much attention because of their potential applications. However, to date, 

reports about thin film composed of semiconductive MOFs have been limited. Thus, rational 

strategy for fabricating thin film of semiconductive MOFs is crucially required. In this study, 

we attempted to fabricate thin films of semiconducting coordination polymers KGF-9 (Pb tadt) 

and KGF-17 (Pb Htadt) using lead metal plates as precursors (H2tadt = 1,3,4-thiadiazole-2,5-

dithiol). Lead plates were heated in the bridging ligand solutions to form crystalline films on 

the metal substrates. PXRD and SEM showed that KGF-9 was selectively synthesized when 

the starting ligand was K2tadt and KGF-17 was obtained when the starting ligand was H2tadt. 

We also succeeded in thin-film fabrication of KGF-1 and KGF-32, 33, and 34 by the same 

method, and report the results. Keywords：thin film; lead-sulfur network; semiconductive MOFs  

 

近年、金属と有機配位子の無限架橋から構成される金属有機構造体（MOFs）の薄

膜化による種々のデバイスへの応用が期待され、活発に研究が行われている。しかし、

半導体特性を示すMOFs薄膜の報告例は限られており、新たな薄膜化技術の開発が求

められる。そこで本研究では金属鉛板を出発原料に用い、鉛-硫黄ネットワークを有

する半導体配位高分子 KGF-91) (Pb-tadt) 及び KGF-17 (Pb-Htadt) の薄膜化を試みた 

(H2tadt = 1,3,4-thiadiazole-2,5-dithiol)。

鉛板を各配位子溶液中にて加熱を行

うと、配位子が K2tadtの際に KGF-9, 

配位子が H2tadt のとき KGF-17 が、

選択的に合成されることを粉末 X 線

回折  (PXRD) 測定及び走査型電子

顕微鏡（SEM）画像で確認した。また、

金属基板上に比較的大きなKGF-17の

単結晶を合成することにも成功し、単

結晶 X 線構造解析 (SCXRD) を用いて

構造決定を行った。さらに同様の手法

にて KGF-1及び KGF-32, 33, 34の薄膜化

にも成功したため、併せて報告する。 
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Figure 1. KGF-9の(a)PXRDおよび(c)SEM画像 

KGF-17の(b)PXRDおよび(d)SEM画像 
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