
Figure 1. Structures of self-assembled capsule 1, guest G1, biscavitand 2, and supramolecular polymer poly-2a, poly-2b. 

超分子カプセル分子を連結したらせんポリマーの合成と機能 
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(1Graduate School of Advanced Science and Engineering, Hiroshima University, 2WPI - SKCM, 
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We reported that the helicity of a dissymmetric capsule is biased by chiral guest 

complexation. In this study, we aimed to develop a supramolecular helical polymer 
consisting of self-assembled capsules. Biscavitands were self-assembled to form a 
supramolecular polymer via coordination-driven self-assembly. The 
supermolecular polymer showed intense CD upon the encapsulation of chiral 
guests. The P and M helicities of the supramolecular helical polymers were biased 
by the chiral guest complexation. 
Keywords：Supramolecular Chemistry, Self-Assembly; Circular Dichroism; helical polymer, 
molecular recognition  
 

当研究室は，自己集合超分子カプセル1がキラルなゲスト分子G1を包接すると高い

ジアステレオ選択性(>98% de)で片巻のらせん構造を与えることを報告した。今回，

超分子カプセル1を主鎖に組み込んだ新たならせんポリマーの開発を目的とし，二つ

のupper rimに八つのフェニルビピリジンを修飾したビスキャビタンド分子2を合成し

た。2は銀イオンの添加により自己集合し，超分子らせんポリマーを与えたので報告

する。 

 
AFMによる直接観察を行うと，広い範囲に均一に広がったファイバー状の組織が観

察されたことから,超分子ポリマーの形成が示唆された（図2a）。poly-2の溶液に(R)-
G1を添加すると，ビピリジンの

π-π*遷移に帰属される328 nmの

吸収バンドに正コットン効果が

観測された（図2b）。また，(S)-G1
を添加すると鏡像のCDスペクト

ルが確認されたことから，片巻

らせん構造をもつ超分子らせん

ポリマーの生成が示唆された。 
Figure 2. (a):AFM image. (b): CD Spectral of poly-2 (1.0×10–4 

mol L–1) with 4 equiv of (R)- and (S)-G1 in 99% (v/v) CHCl3-
CH3CN. 
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