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Bent amphiphiles bearing two polyaromatic panels form an aromatic micelle with wide-
ranging host abilities in water. Here we report the synthesis of bent amphiphilic 
molecules with two naphthalimides as electron-deficient panels in two or four steps. 
The new amphiphiles generate aromatic micelles in water in a quantitative manner. 
The resultant naphthalimide-based cavities encapsulate various nanocarbons and 
dyes in water through a grinding protocol. 
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２つの芳⾹環パネルを有するＶ型両親媒性分⼦は、⽔中で⾃⼰集合することで、⾼
い分⼦内包能を有する芳⾹環ミセルを形成する（Angew. Chem. 2013, 52, 2308）。今
回、新たな内包能を有するミセルの開拓を⽬指して、導⼊容易で電⼦不⾜な芳⾹環パ
ネルとしてナフタルイミド環を持つ新規な芳⾹環ミセルを開発した。 

アニオン性親⽔基を有するＶ型両親媒性分⼦ NIS は、4,6-ジアミノレソルシノー
ル⼆塩酸塩を出発原料に 2 段階の反応で、95％以上の総収率で合成した（下図上）。
また、カチオン性の NIAは４段階で約 80％の総収率で合成した。NISは⽔中で⾃⼰
集合して、芳⾹環ミセル(NIS)nを定量的に形成することが、DLS および UV-visible 分
析で分かった（下図下）。同様に、⽔中で芳⾹環ミセル(NIA)nが得られた。DLS 分析
から、親⽔基の違いによりミセルのサイズが異なることが判明した。また、ナノカー
ボンや⾊素分⼦などの内包能にも違いが⾒られた。 
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