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The structure of thienylvinylthiazole derivatives are similar to those of terarylene and 

diarylethene derivatives, which underwent reversible photochromic reaction in solution. 

However fluorescence properties of thienylvinylthiazole derivatives have not been developed. 

In this work, we studied fluorescence properties of 1 and 2 in solution and nanoparticles (NPs). 

Upon irradiation with 313 nm light, the toluene solution of 1a and 2a exhibited blue 

fluorescence. The fluorescence maxima of 1a and 2a were observed 409 nm and 402 nm, 

respectively. The orange solution of closed-ring isomers 1b and 2b exhibited red fluorescence. 

The fluorescence maxima of 1b and 2b were observed 634 nm and 610 nm, respectively. The 

fluorescence intensities of 1a and 2a decreased upon prolonged irradiation with UV light and 

changed depending on the population of closed-ring isomers 1b and 2b. On the other hand, the 

fluorescence intensity decreased nonlinearly against the conversion yield in a suspension of 

NPs.   
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チエニルビニルチアゾール誘導体(1)と(2)はターアリレンやジアリールエテンと化

学構造が類似しており溶液中において可逆なフォトクロミズムを示す。しかしながら、

チエニルビニルチアゾール誘導体の蛍光特性は明らかになっていない。本研究では、

溶液中とナノ粒子での蛍光特性を検討した。1aおよび 2aのトルエン溶液に紫外光を

照射すると青色に発色し、その時の最大蛍光波長は 409 nm と 402 nm であった。閉

環体 1bと 2bの溶液は橙色で赤色に発光し、その時の最大蛍光波長は 634 nmと 610 

nm であった。1aと 2aの蛍光強度は紫外光照射に伴い光転換率の上昇とともに線形

的に低下した。一方、ナノ粒子状態の蛍光強度は光転換率の上昇に対して非線形に減

少した。 
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