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Evaluation of Anisotropic Biaxial Stress in Si Nano Area by Raman Spectroscopy
Using Surface Plasmon Resonance
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Fig.1 Raman spectra from locally strained Si with a width
of 50 nm obtained by SERS in (a) LO and (b) TO active
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