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Deliberation on Synthesis of Epitaxial Mica Thin Film by Pulsed Laser Deposition
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Figure 1 Crystal structure of Biotite
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Figure 2 XRD of biotite thin film deposited on sapphire; (a) as deposition and (b) annealed in vacuum.
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