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Fabrication of underwater biomimetic bubble repellent surfaces on the inner surfaces of tubes  
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Fig.1 Measurement of contact angles of 
bubbles on different substrates in water 

Fig.2 SEM image of a glass tube with 
honeycomb structures on its inner surface 
(a). Amplified surface images of 
honeycomb film (b) and of pillared film 
after ultrasonication of the glass tube (c). 
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