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Characterization of Sasol H1 Thin Films Prepared by Different Deposition Methods
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" Fig.1 Optical microscope images of films
deposited by sublimation (a) and vapor
deposition (b).
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Fig. 2 XPS spectra of films prepared by
sublimation and vapor deposition.
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