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CaF, ZiRELICHEL-=BEOHRBEEEENIEI X vILEH
Epitaxial Strain of three types of Fe-based superconducting films grown on CaF;
substrates
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The length of CaF, corresponding to the a-axis of

films is also indicated.
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