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Investigation of gate-voltage dependence of spin accumulation signal in nondegenerate Si 
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Fig. 1 Schematic image of a sample structure and 

measuring method 

Fig. 2 Magnetoresistance measured at room 

temperature. (I = 1 mA. VG = 0 V) 
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