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Ferroelectric Probe Data Storage
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Fig. 1 The smallest nanodomain dot Fig. 2 Digital bit data recorded on a single-crystal LiTaO;
written on a single-crystal with an areal recording density of 4 Tbit/inch’.

LiTaO; recording medium.
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