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(1) M. M. Maitani, et al. Electrochem., 2017, 85, 236.

Fig. 1. SEM images of perovskite films annealed
(2) M. Salba, et al. Energ. Env. Sci. 2016, 9, 1989. with hotplate (HP) and microwave (MW).
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