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Evaluation of Thermal Resistance of GaN-on-Diamond Substrate
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Fig.1 Temperature rise as a function of GaN/substrates Fig.2 Temperature-depth profiles in GaN
devices measured with IR sensor. Each plots show /substrates devices by steady-state thermal
experimental data, and each lines are derived from analysis.

steady-state thermal analysis.
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