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Fig. 1. (a) Molecular structure of BODIPY 1. (b–d) Fluorescence microscope images of 1g (b), 1r (c), and the optical 
heterostructures (d). (e) PL spectra of the single microscrystals of 1g (green) and 1r (red). (f) Schematic representation of 
the expected band diagram in 1r. (g) FP-TRMC profiles at 25 °C of cast films of 1g (green) and 1r (red) upon laser flash at 
355 nm. 
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