Fig. 1. STEM-BF image of hexagonal
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Cathodoluminescence measurement of hexagonal metallic nanopores
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Fig. 2. CL spectrum of hexagonal
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Fig. 3. Angle-resolved spectral patterns
of hexagonal nanopore arrays
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