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Fig. 1. Temperature dependence of
magnetization for PrO thin film at 0.05
T in field cooling (FC) and zero field
cooling (ZFC). Inset shows the
difference between the FC and ZFC
curves.
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Fig.2. Magnetic field dependence of
Hall resistivity for PrO thin film at
different temperatures.
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