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Self-Trapped Holes in Gallium Oxide Polymorphs from First Principles 
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Fig. 1. Relaxed atomic configurations and 
isosurfaces of the squared wavefunctions for 
STHs in the four Ga2O3 polymorphs. 
Self-trapping energies (EST) are also shown.�
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