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Photoemission Study on Surface Segregated Si on Al/Si(111) Structure
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V) (eV) in Al/Si(111). Result of segregated Ge was

Fig. 1 (a) Al 2p and (b) Si 2p spectra for the Al/Si(111)
before and after the post anneal in N». also shown [6].
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