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Nonlinear differential resistance phenomenon caused by self-heating in organic semiconductor thin films
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Fig. 1. Current-voltage characteristic and thermal image under NDR phenomenon: (a) NDR in

pentacene. The inset shows the device structure. (b)(c)(d) Thermal images at each point shown in(a).
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