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Highly stable printed temperature sensor using polymer semiconductors
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Fig.1 Organic semiconductor Fig.2 Resistance during Tablel Resistance change
and dopant materials heating and cooling cycles. (%) at 20°C after 30 cycles
poly-TPD:FATCNQ (13 wt%) (dopant: FATCNQ, 13 wt%)
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