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Metal-organic frameworks (MOFs), constructed from metal ions and organic linkers, have 

attracted much attention in various fields such as adsorption and catalysts due to their high 
surface areas. Meanwhile, unique optical and catalytic properties of ligand-protected gold 
clusters have been widely explored. Recently, we found that some gold clusters showed 
catalytic activity in hydrogen generation from ammonia borane (AB). In this work, we 
synthesize MOFs using pyridyl-modified gold clusters and evaluated their catalytic activities 
in hydrogen generation from AB as solid catalysts. 
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複数の金原子で構成された配位子被覆金クラスターはユニークな光学特性や触媒

特性を持つことが知られている1)。一方、金属イオンと有機配位子で構成された金属

-有機構造体（Metal-Organic Framework, MOF）は、高い比表面積を持つことから吸着

や触媒など様々な領域で注目されている。本研究では、有機配位子で被覆されたAu13

クラスターを構成要素とするMOFの合成を検討し、得られたMOFを用いてアンモニ

アボラン（AB）からの水素発生における触媒活性を調べた。 
既報 2)に従いAu13コアの trans位にアルキンを介してピリジル基を導入した

[Au13(dppe)5(C≡C-4Py)2]Cl3（Au13-4Py）を合成し、テレフタル酸リンカーや亜鉛イオ

ンとの配位からAu13-4Py MOFを合成し

た。そして、Au13-4Py MOFを添加したAB
のCD3CN溶液に可視光を一定時間照射し

た後、ABの分解率を1H-NMR測定から算出

したところ約80%であった。一方、同様な

実験を遮光下で行った場合にはABの分解

率は約1/7まで低下した（Fig. 1）。このこと

から、Au13-4Py MOFを触媒とするABから

の水素発生は光に影響を受けることが分

かった。 
1) R. Jin et al, Chem. Rev. 2016, 116, 10346-10413. 
2) M. Sugiuchi et. al., Chem. Commun. 2015, 51, 13519-13522. 

 
Fig. 1 Au13-4Py MOF による AB 分解 
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