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Effect of hydrogenation process on passivation performance of silicon nano-

crystal/silicon oxide compound layer
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Fig. 1. Implied Voc in the samples after annealing,
FGA and HPT as a function of temperature.
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Fig. 2. NRA y-ray yield curves of as-annealed,
FGA-treated and HPT-treated samples.
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