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Fig. 1. XRD 26/w scan profiles of Al,O3
films grown on (a) m- and (b) c-plane
sapphire substrates.

RSM roughness of AFM surface morphology
(red solid triangles) of Al,Os films grown on a-,
D-. c-. I-. s- and m-plane a-Al>,Os substrates.
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